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Acid etching of efflorescent free concrete surfaces 
 

Procedure 
Remove all dust, dirt, etc., from the surface to be treated, then apply a 10% solution of hydrochloric (muriatic) acid by brush or mop, flowing the 
acid on to the surface. Allow the acid to remain on the surface for approximately 15 minutes and then thoroughly rinse the treated areas with 
liberal quantities of clean water. 
 
Prepare acid solution by adding 1 part of commercial 32% hydrochloric acid (muriatic acid) to 2 parts by volume of water. Do not add water to 
acid. Apply at approximately 3 sq. metres per litre. 
 

Precautions 
Avoid contact with skin and eyes. Wear rubber gloves and chemical goggles. If skin contact occurs remove contaminated clothing and wash 
skin thoroughly. If splashed in eye, wash out with copious quantities of water and obtain medical attention. If swallowed do not induce vomiting. 
Give plenty of water or milk and obtain medical attention. 


