
INDUSTRIAL PAINTS 
 

 

Preparation of new wooden surfaces 
 

Procedure 

Ensure the wood is thoroughly dry before commencing. If there is any doubt, use a moisture meter to determine the moisture content, 

which must be less than 15% before painting can commence. 

 

Examine the surface for sap or pitch streaks, grease, oil, etc., and exudations from knots. Scrape off any sap or gum exudations and then 

treat these areas by solvent cleaning (Refer PS-601). 

 

Using scraper, sandpaper or steel wool, remove dirt and mortar splashes that adhere tightly. 

 

Remove all excessive roughness, loose edges, slivers and splinters with sandpaper. 

 

Precautions 

Painting should only be carried out when the temperature is above 10°C, and the relative humidity is less than 85%. The temperature of 

the surface should be 3°C above the dew point. Do not putty (refer PS-608, Part A), until the primer coat has been applied. 

 

Note: This specification is not intended to cover the surface preparation of floors which are prepared by commercial power floor sanders. 

 

 


