
INDUSTRIAL PAINTS 
 

 

Removal of efflorescence from a set plaster surface 
 

Procedure 
Wipe the efflorescence from a portion of the surface with a clean, dry rag. Allow the wiped surface to age for a few days, then examine for 

efflorescence. If present, wipe down again and re-examine again after a few days. Continue this operation until efflorescence ceases. 

Make up the following solution: 

Calcium chloride (commercial grade -35%      solution) 1 litre 

Water 3 litres 

Dust the entire surface down and apply the solution to the dusted surface. Allow to dry for 48 hours. Do not wipe down after drying. 

 

Precautions 
A paint film will not stop efflorescence if it is still active. It is essential to ensure that the efflorescing action has ceased prior to painting. 

When using Calcium Chloride solution eye and skin contact must be avoided. 

 


