
INDUSTRIAL PAINTS 
 

 

 

 

Removal of Mould and mildew 
 

Procedure 
Using a hard brush, remove all loose and powdery deposits from the infected areas. Make a dilute solution of hypochlorite (household bleaches contain 
hypochlorite) by diluting one part with three parts of clean water. 
 
Apply this diluted solution to the infected areas by swabbing with a clean cloth. 
 
Allow the solution to remain on the surface for 10-20 minutes (depending on intensity of growth) and then rinse off with clean water. 
 
Apply second treatment if necessary.  
 
Allow to dry thoroughly. 
 

Precautions 
Observe precautions on the manufacturer's label. 


