
INDUSTRIAL PAINTS 
 

 

Removal of perished paint by burning off 
 

Procedure 
Use suitable equipment capable of giving either a flame, or a blast of intense heat, that will soften the paint film. Hold the flame, or nozzle, 

at an angle and about 2 centimeters from the surface and about 5 centimeters ahead of the scraper which is used to remove the paint as it 

bubbles and softens. 

 

Precautions 
When wooden surfaces are being burnt off, ensure that the wood is not charred by the flame. Keep the flame away from loose joints, knot 

holes, cracks and from underside of weather boards. 

 

Ensure no easily ignited materials are concealed on the surface to be burnt off, by thorough inspection of the surface before cleaning 

commences. 

 

This operation should not be carried out on interior surfaces. 

Avoid inhaling noxious fumes. Appropriate respiratory protection should be used.  

 

Do not aim the flame or nozzle at surfaces not to be stripped. 

 

These types of equipment must not be used in any environment where combustible gasses or materials are present.  

 


