
INDUSTRIAL PAINTS 
 

 

Removal of perished paint by power sanding 
 

Procedure 
Remove the bulk of the cracked, flaked, blistered, loose or thick paint by the use of a power sander with a coarse grade of sandpaper on 

the grinding wheel. 

 

Following coarse sanding, load the power sander with fine sandpaper and 'feather' all edges, rough patches, etc. 

 

Dust down the surface. 

 

Precautions 
As the surface being sanded may have been coated with a load paint, it is recommended that the worker should be protected from the 

generated dust. 

 

Suitable equipment should include complete coverage of all skin and hair and a suitable dust respirator must be worn.  

 


