INDUSTRIAL PAINTS

Solvent Cleaning

Procedure

All deposits of oil, grease, or other solvent soluble contaminants should be removed from the surface by wiping or scrubbing the surface
with rags or brushes wetted with solvent such as mineral turpentine or white spirit.

Final cleaning should be done by wiping down with clean solvent, using clean rags or brushes. The surface should be allowed to dry
satisfactorily before proceeding with the next operation.

The solvent cleaned surfaces should be treated or primed immediately or as soon as possible where chemical contamination of the
surface may occur after cleaning and before deterioration of the surface occurs.

Precautions
Do NOT use benzene (benzol).
Do NOT use petorl.

Do NOT smoke. Keep away from all sources of ignition. Avoid skin and eye contact and avoid breathing its vapour. Provide adequate
ventilation during use. Wear PVC gloves and chemical goggles. If swallowed do NOT induce vomitting. Give plenty of water or milk. Obtain
medical attention.

Reference:
Australian Standard 1627, Part - 1.



